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Figure S1: Synthesis of ZnO NRs.

50 mL H,0

1.21g Cu(NO;),.5H,0

0.8g NaOH %

E
|
|

e L]

180°C for 18 hours Black precipitate

Centrifuge 3 times

Figure S2: Synthesis of CuO NP powder.
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