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AFM measurements of the height from the gold film surface to 

the gold cap on the top the PS particle 

 

 

Figure S1: AFM measurements of the height from the gold film surface to the gold cap on the top 

the PS particle (To the right a single line scan is shown). Upper picture: No heating. Lower picture: 

Heated to 125 °C. 


